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TEST REPOR

Test sort 7= /il 251«

Printed paper 2 4%

Y NP Test item Customer P/O No.:
Information M5 B4R RS
Produce date P/l No.
A H AR
Raw paper roll Standard | Result(Y/N)
\ No 5 45% 2+ G VR AR
K35 — -
Finish product
Test Items o
T
Unit A7
Specification i *
P ¥
Base Weight
/m2
e 9
Quantifying scope
I /m? <8
SIEERE 9
Moisture 7K 7 % <6.0
Ash content K4; | % 15-45
Dry tension stress | N/15mm(Zi i) >o5
THisk lengthwise -
Wet tensile
N/15 N
strength len tr:v:/?ifm) =6
) 9
(y :‘El %
- G BF) 1.0-35
Wet Elasticity transverse
=p 3 0/ “\EI Q =]
fiefi% o(i8 1) 0510
lengthwise
Air permeability
S/100ml <35
ESE (Gurley)
Penetration ti
Pe ion time s <g
BiEME
Inspector/Date . Check/Date
. X, HED o Zydmw, HED
Kt 51/ 3 (&5 R i




